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MATERIAL INPUTS TO THE BOS and EAF PROCESSES
Oxygen _Electric
COAL COKE IRON ORE
"o corem own | dmt 14mt
COKE #
= HO;II' Sl:.’!ETAL SCRAP SCRAP
Qmt 2mt T10mt
BOS EAF
PRODUCTION PRODUCTION
TOmit TOmt
Iron and Steel Statistics Bureau
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